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SECTION 1074 -- GABIONS AND REVET MATTRESSES 
1074.01 -- Description 

 Gabions and revet mattresses are generally used for erosion and earth 
control. 

1074.02 -- Material Characteristics 

 1. Wire coatings shall be as prescribed in the plans or special provisions. 

 2. The size of the stone for gabions shall be 4 inches to 8 inches in 
diameter.  The size of the stone for revet mattresses shall be 3 inches to 
6 inches in diameter.  The maximum length of stone shall not exceed 
16 inches.  The maximum weight for any one stone shall not exceed 
6.0 pounds. 

 3. Approved stone is defined as that meeting the requirements of 
Paragraphs 1., 3., and 4. of Subsection 905.02. 

1074.03 -- Acceptance Requirements 

 Acceptable gabions and revet mattresses are shown on the NDR 
Approved Products List. 

 


